Appendix C

Testing and Calibration Procedures

Testing

AASHTO T 22
AASHTO T 23
AASHTO T 97
AASHTO T 119
AASHTO T 121

AASHTO T 152

AASHTO 196
Calibration
IT™M 902

IT™M 909

ITM 910

ITM 911
AASHTO T 121

AASHTO T 152 & T 121

AASHTO T 196

Compressive Strength of Cylindrical Concrete Specimens
Making and Curing Concrete Test Specimens in the Field
Flexural Strength of Concrete

Slump of Hydraulic Cement Concrete

Unit Mass (Weight) of Concrete

Air Content of Freshly Mixed Concrete by the Pressure Method
(Type B)

Air Content of Freshly Mixed Concrete by the Volumetric Method

Verifying Sieves

Verifying Thermometers

Verifying Balances

Verifying Slump Cones

Verifying and Calibrating Unit Weight Measures

Calibrating Type B Pressure Air Meters for Air Content & Unit
Weight

Calibrating Volumetric Air Meters



